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POWERFUL COMBINATION,
RELIABLE PERFORMANCE g
Powerful: g
* 4X the antibiotic content compared to Palacos® R+G 2
(7]
e Dual Antibiotic Spectrum includes Gram (+) and Gram o
(-) Pathogens ‘E
@
Reliable:
« Mechanical Performance comparable to Palacos® R+G e o et Py
» Exceeded Required ISO Bone Cement Standards
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O - T A i SPECTRUM™ GV Bone Cement was tested in Lab A, Palacos R+G
Setting Time (Min) in Lab B, and Palacos 1g Vanc and Palacos 2g Vanc were tested

inLab C

409 Bag Catalog # -

Spectrum™ GV | epecTRUMA0 19 19 29
Bone Cement 2.5% 2.5% 5%

"For complete data and associated risks reference the REMEDY cultures at the time of reimplanation. Patients should be 2 Bishop, A, et al., 2018. Data in Brief. 20. 14-19.

SPECTRUM™ GV Hip IFU. In a review of 22 patients, clinical monitored for ototoxicity and nephrotoxicity while 3 Carann, R. et al., 2013. World Journal of Orthopaedics. 9327(36).
effectiveness was defined as the absence of 2 or more positive under-going treatment for PJI.
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